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Selected Area 1

Element Weight % Atomic % Net Int. Error % Kratio Z A F

C K 56.32 68.57 2401.54 8.37 0.1433 1.0350 0.2458 1.0000

O K 25.47 23.29 1400.39 9.86 0.0276 0.9972 0.1087 1.0000

MgK 0.37 0.22 184.48 8.42 0.0014 0.9301 0.4128 1.0038

AlK 6.40 3.47 4668.96 5.02 0.0335 0.8974 0.5803 1.0042

SiK 0.44 0.23 369.70 5.78 0.0026 0.9187 0.6304 1.0068

P K 0.11 0.05 91.20 7.82 0.0007 0.8838 0.7561 1.0114

S K 0.25 0.12 256.23 3.50 0.0020 0.9026 0.8590 1.0175

ClK 7.31 3.02 7270.67 1.54 0.0591 0.8599 0.9300 1.0104

CaK 1.04 0.38 858.27 1.90 0.0092 0.8752 0.9760 1.0267

TiK 1.62 0.50 1236.75 1.58 0.0135 0.7957 1.0089 1.0369

FeK 0.32 0.08 176.55 5.19 0.0029 0.7884 1.0270 1.1011

CuK 0.16 0.04 66.67 15.03 0.0015 0.7609 1.0274 1.1933

ZnK 0.18 0.04 71.05 11.11 0.0018 0.7611 1.0268 1.2271

Smart Quant Results
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Selected Area 2

Element Weight % Atomic % Net Int. Error % Kratio Z A F

C K 31.22 41.18 2602.51 8.57 0.0735 1.0461 0.2250 1.0000

O K 48.07 47.60 9076.92 8.98 0.0848 1.0081 0.1749 1.0000

MgK 0.47 0.31 445.69 7.97 0.0016 0.9404 0.3627 1.0044

AlK 14.70 8.63 20499.65 5.53 0.0695 0.9073 0.5203 1.0023

S K 0.06 0.03 114.89 9.24 0.0004 0.9127 0.7428 1.0111

ClK 4.02 1.80 7676.55 2.47 0.0295 0.8695 0.8372 1.0087

CaK 0.49 0.19 847.58 2.11 0.0043 0.8850 0.9607 1.0237

TiK 0.29 0.10 481.49 2.54 0.0025 0.8045 1.0039 1.0451

FeK 0.18 0.05 213.33 5.09 0.0017 0.7971 1.0298 1.1268

ZnK 0.50 0.12 428.07 4.20 0.0050 0.7695 1.0285 1.2646

Smart Quant Results
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Selected Area 3

Element Weight % Atomic % Net Int. Error % Kratio Z A F

C K 69.46 78.87 2290.29 7.26 0.2534 1.0222 0.3569 1.0000

O K 19.77 16.85 518.77 10.33 0.0190 0.9843 0.0975 1.0000

NeK 0.44 0.29 50.55 14.18 0.0007 0.9453 0.1666 1.0000

MgK 0.28 0.15 76.91 9.37 0.0011 0.9174 0.4286 1.0032

AlK 1.56 0.79 628.13 5.28 0.0083 0.8850 0.6015 1.0050

SiK 0.16 0.08 81.21 7.54 0.0011 0.9059 0.7307 1.0082

S K 0.13 0.06 76.95 6.72 0.0011 0.8899 0.9434 1.0210

ClK 5.02 1.93 2864.65 0.98 0.0432 0.8478 0.9989 1.0148

CaK 1.38 0.47 636.11 1.88 0.0126 0.8627 1.0232 1.0333

TiK 1.53 0.44 641.45 2.10 0.0130 0.7842 1.0343 1.0434

FeK 0.27 0.07 80.41 7.66 0.0024 0.7769 1.0365 1.1155

Smart Quant Results
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Selected Area 4

Element Weight % Atomic % Net Int. Error % Kratio Z A F

C K 65.09 73.18 9854.25 6.39 0.2885 1.0186 0.4350 1.0000

O K 28.31 23.89 3229.22 9.89 0.0313 0.9806 0.1126 1.0000

MgK 0.25 0.14 258.16 7.57 0.0010 0.9136 0.4181 1.0034

AlK 3.02 1.51 4488.69 4.96 0.0158 0.8812 0.5913 1.0040

SiK 0.87 0.42 1602.29 4.40 0.0055 0.9020 0.6962 1.0056

S K 0.04 0.02 91.92 11.01 0.0004 0.8859 0.9073 1.0144

ClK 1.52 0.58 3171.28 1.28 0.0126 0.8440 0.9728 1.0153

CaK 0.41 0.14 736.82 2.29 0.0039 0.8587 1.0425 1.0387

TiK 0.24 0.07 386.84 3.41 0.0021 0.7805 1.0526 1.0712

CrK 0.05 0.01 66.11 11.47 0.0004 0.7749 1.0514 1.1215

FeK 0.13 0.03 160.07 6.11 0.0013 0.7731 1.0473 1.1873

ZnK 0.07 0.01 62.93 12.76 0.0008 0.7462 1.0354 1.4420

Smart Quant Results
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